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Statement

The test report is invalid if it is not affixed the ofFical seal of the laboratory to it.

Copies of the test report without the offical seal of the laboratory are invalid.

The test report is invalid without the signatures of compiler, checker and approver.

The test report is invalid if it is blotted out.

It is forbidden to copy the test report partially without the written approval of the

laboratory.

The conclusion of the consignation test is only valid for the provided sample.

The test report has been drafted in Chinese and translated into English (if exist)

for convenience only. In the event of discrepancy, the Chines version shall prevail.

Unless noted otherwise, the test type is consignation test.

345 Address: No.345 East Yunling Road, Shanghai
(Post Code): 200062
(Tel): (021) 31765555 (Fax): (021) 31015117

web site): www.ghs.cn

(E-mail): zmh@ghs.cn
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Name of Sample

Sample No.

Go signor

Manufacturer

Test method

Criterion

Appearance

Accepted Date

Test Items

Conclusion

Comment

Go signor
Address

Approver

Title:

SRICI Testing Centre Test Report no.ni8 6 94
111

S-8D98 7.2V 70Wh

Chinese
BATTERY S-8D98 7.2V 70wh

English

1118060094

SWIT Electronics Co.,Ltd.

SWIT Electronics Co. ,Ltd.

ST/SG/AC. 10/11/Rev. 6 38.3 UNITED NATIONS "Recommendations on the TRANSPORT OF
DANGEROUS GOODS" Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 38. 3

ST/SG/AC. 10/11/Rev. 6 38.3 UNITED NATIONS "Recommendations on the TRANSPORT OF
DANGEROUS GOODS™ Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 38.3

Black Plastics cement shell

2018-06-08 on 2018-06-13  2018-07-14
Test Date

Altitude simulation, Thermal test,Vibration, Shock, External short
circuit, Impact, Overcharge, Forced discharge

4
ST/SG/AC. 10/11/Rev. 6 3.3
The sample has passed the test items of UNITED NA Necommend” on the
TRANSPORT OF DANGEROUS GOODS" Manual of Tests andfeucria 1/Rev. 6
8.3
(Da
Rechargeable Lithium Battery. / ~1Y
/
210038
Post Code
f t = Ch? i : w Compiler:
B.

(Vice chief engineer)



SRICI Testing Centre Test Report no. 1118060094
2111

‘o Name of Test Standr requreentor The Test Result Go elusion Remark
Items , Y
1 . /
Altitude Passed
simulation
2 Thermal test /
Passed
3 . . /
Vibration N Passed
SIHJ@C]D’ 6383 T4 °
4 Shock W ﬂ?@ O“EQ%B T& T4 % X 4 Passed /
5
iﬁﬁ Ié%v;ﬂfi f§3§ T5 5
5 Se Appendix 5 /
Exterr]al _short ter% 3Tt TS Passed
circuit
B3 T6
6 Impact %S%% ::"'>-|_€StT69m ” X6 /

Passed

N

CYRENC il SRR
! Overcharge %3 Test 17 e X1 Passed

SVEC 6B T8 /
8 Forced discharge % ﬁlé%%l%-r&ISS&emﬂXE} assed
#"™C-23°C - Y/

Test Environment Ambient temperature a0 C-23C /’1b|ent humidity:/%

Condition /
Test Item /
Subcontracted Test /

Condition Subcontracted ~ Name Post Code
Laboratory

Address Tel



No.

Sample
No.

001
002
003
004
005
006
007
008

L-

SRICI Testing Centre Test Report- Appendix

Sample Status

V-

D-

Name of Test Items

Ma

SS

/9

326.
327.
327.
327.
327.
327.
326.

327.

80
37
32
50
67
12
86

19

R-

Before

ocv
/N

8. 29

8.28

8.28

8.31

F-

0-

Altitude simulation

Mass

/g
326.
327.
327.
327.
327.
327.
326.

327.

72
30
25
43
60
06
80

14

1

After

oCv
/N

8.28

8.28

8.28

8.30

1

Mass Loss

%
0. 02
0.02
0. 02
0. 02
0. 02
0.02
0. 02
0.02

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

NO iii8 6 94

3/11
Residual

ocv Other

%% Event
99.88 0
100. 00 0
99.88 0
99.88 0
100. 00 0
99. 88 0
99. 88 0
99.88 0



[ - 2
SRICI Testing Centre Test Report- Appendix 2 no. 1118060094

4/11
2
No. Name of Test Items Thermal test
Before N After
Sample Status Mass Loss  Residual
Sample Mass ocv Mass ocv o) Other
No. Ig N Ig WY 0 0 Event
001 ‘ﬁ 326. 72 8. 28 326. 46 8. 22 0. 08 99.28 0
~
002 "H \( 327. 30 8.28 327. 04 8.22 0. 08 99.28 0
’*
003 ﬂﬁ | 327 5 8. 28 327.01 8. 22 0.07 %.28 0
—
004 r‘ﬁ ‘( 327. 43 8. 28 327. 18 8. 22 0. 08 99. 28 0
——
005 'ﬂ% Bl 327 60 8. 28 327.37 821 0. 07 %.15 0
(K
006 m} ‘( 327. 06 8. 30 326. 80 8.22 0. 08 99. 04 0
',
007 Il 326 50 8.29 326.53 822 0.08 %. 16 o0
 frewrt
UO8 (r 327. 14 8. 29 326. 88 8. 22 0. 08 99. 16 0
L- V- D- R- F- 0-

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.



No.

Sample

No.
001

002

003

004

005

006

007

008

SRICI Testing Centre Test Report- Appendix

Sample Status

OCHily g

L-

\L

D

Name of Test ltems

Mass

326. 46
327. 04
327.01
327. 18
327. 37
326.80
326. 53

326. 88

R

Before

ocv

F-

/N

. 22

.22

. 22

.22

.21

.22

.22

.22

3

Vibration

0-

Mass

ly
326.

327.
327.
327.
327.
326.
326.

326.

52

10

25

46

85

60

95

After

oCv
/N

8.21

8. 22

8.21

8.22

Mass Loss

0.

0.

3

/%
00
00
. 00
. 00
.00
. 00
. 00

. 00

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

no. 1118060094

Residual
ocv
/%

99.88

99. 88

99. 88

100. 00

100. 00

100. 00

99.88

100. 00

5/11

Other
Event

0

0
0
0
0
0
0
0



No.

Sample

No.
001

002

003

004

005

006

007

008

4

SRICI Testing Centre Test Report- Appendix 4

Sample Status

oKl o
Ths ﬁgzﬁlrﬁgﬂdaﬂy

L-

\L

D

Name of Test ltems

Mass
I

326. 52
327. 12
327. 10
327. 25
327. 46
326. 85
326.60

326. 95

R

Before

ocv
N

~

.21

.21

.21

. 22

.21

.22

.21

.22

Shock

Mass

/9
326.
327.
327.
327.
327.
326.
326.

327.

0-

61

17

34

54

91

69

01

After

oCV

8.

N

21

.21

.21

.21

.20

.21

.21

.22

Mass Loss

/%

0. 00

0. 00

0. 00

0.00

0. 00

0. 00

0.00

0. 00

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

NO. 1118060094
6/11
Residual
ocv Other
% Event
100. 00 0
100. 00 0
100. 00 0
99.88 0
99.88 0
99. 88 0
100. 00 0
100. 00 0



No.

Sample No.

001

002

003

004

005

006

007

008

D-

|

- 5

SRICI Testing Centre Test Report- Appendix 5

Sample Status

1CYC

1CYC Fully charged
1CYC

1CYC Fully charged
1CYC

1CYC Fully charged
1CYC

1CYC Fully charged
50CYC

50CYC Fully charged
50CYC

50CYC Fully charged
50CYC

50CYC Fully charged
50CYC

50CYC Fully charged

This space intentionally left

blank

R- F- 0-

Name of Test Items

Max. External Temperature

Ic
58. 8

59.0
58. 9
58.8
58.6
58.5
58.7

58.6

External

Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.

no.1118060094

short circuit

Other Event

7/11



- 6
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No. Name of Test Items Impact
Sample No. Sample Status Max. Extern;alc Temperature
1CYC 50%
009 1CYC 50% Capacity 109. 3
1CYC 50%
010 1CYC 50% Capacity 111.4
i 1CYC 50%
ol 10YC 50% Capacity 104.8
1CYC 50%
o 1CYC 50% Capacity 105.1
013 1CYC 50% 105, 7

1CYC 50% Capacity

This space intentionally left
blank

D- F- 0-
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

no. iii8 6194

Other Event

8/11



No.

Sample No.

014

015

016

017

018

019

020

021

D-

- 7

SRICI Testing Centre Test Report-Appendix 7

This space intentionally left blank

F-

Sample Status
1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

0-

Name of Test ltems

Note: D-Disassembly F-Fire 0-No Disassembly & No Fire.

Overcharge

Other Event

0

0

no.1118060094
9/11
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10/11

No. Name of Test Items Forced discharge
Sample No. Sample Status Other Event

1CYC

022 1CYC Fully discharged 0
1CYC

023 1CYC Fully discharged 0
1CYC

024 1CYC Fully discharged 0
1CYC

025 1CYC Fully discharged 0
1CYC

026 1CYC Fully discharged 0
1CYC

027 1CYC Fully discharged
1CYC

028 1CYC Fully discharged
1CYC

029 1CYC Fully discharged 0
1CYC

030 1CYC Fully discharged 0
1CYC

031 1CYC Fully discharged 0
50CYC

032 50CYC Fully discharged 0
50CYC

033 50CYC Fully discharged 0
50CYC

034 50CYC Fully discharged
50CYC

035 50CYC Fully discharged
50CYC

036 50CYC Fully discharged
50CYC

037 50CYC Fully discharged 0
50CYC

038 50CYC Fully discharged 0
50CYC

039 50CYC Fully discharged 0
50CYC

040 50CYC Fully discharged 0
50CYC

041 50CYC Fully discharged 0

D- F- 0-

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.



wn

NO.1118060094

Centre Test Report-Appendix

tl
I

SRICI Testing

= *1. 3. o= BATTERY PACK

SODEL:s.8D9 8 <
7.2V s.8AN{Ti 4o -
C NOT -sciNEPVT &

0Ok ~0  TOLIC.HTEI T ic fwcy
00*0OTP SSUSLE * o WO+ T ox co

V 13 1

N

%



