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Consignor: SWIT Electronics Q. , Ltd.
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S-8975 7. 2V 10. 4Ah Bhh

Chinese
Name of Sample CAMERA BATTERY S-8975 7. 2V 10. 48 BMh
English
1119120286
Sample No.
Go signor SWIT Electronics Go., Ltd.
Manufacturer SANIT Electronics Go., Ltd.

ST/SG/AC. 10/11/Rev. 6 Arend 1 38.3 UNTED NATIONS "Recommendations on the TRANSFCRT
Test method CF DANCEROLE QOCE8' Manual of Tests and Criteria ST/SGAC. 10/11/Rev. 6 Arend. 1

Section 38. 3
ST/SG/AC.IO/11/Rev. 6 Arend 1 38. 3 UNITED NATIONS Rece  endations on the TRANSFCRT
Criterion CF DANEROLE GOXD87 Manual of Tests and Criteria ST/SGAC. 10/11/Rev. 6 Arend. 1
Section 38.3
Appearance Black Plastics cement shell
2019-12-17 2019-12-24  2020-CH-19
Accepted Date Test Date

Altitude simul’ation,T'herrm’I tes’t, Vibraftion, éhock, External short

Test Items circuit, Impact, Overcharge, Forced discharge

ST/SG/AC. 10/11/Rev. 6 Arend 1 38.3
The sample has passed the test items of UNITOD™bw NS tions on the
TRANSFCRT GF DANGFROS QLS Manual of Testi an*C rik »

Conclusion Arend 1 38 3

r 6
Rechargeable Lithium Battery. /
Comment
/
Gonsignor 210038
Address Post Code
Approver CompilerD

Title [Wice chief engineer)



No. Name of Test
Items
1 Altitude
simulation
2 Thermal test
8 Vibration
4 Shack
5  External short
circuit
6 Impact
! Overcharge
8

Forced discharge

Test Environment
Condition

Subcontracted Test
Condition

Shanghai Research Institute of Chemical Industry

Testing Co., Ltd. Test Report

T
Standard requirement or The
Clause Number of Standard

T=
ST/SG/AC. 10/11/Rev. 6 Amend. 1 3.

Test Result

3 1
T.1 o See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
B.3Test T.1
r
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 2
T.2 L See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3B.3 Test T.2
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 3
T.3 . See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3B.3 Test T.3
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 4
T.4 o See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3B.3 Test T.4
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 5
T.5 . See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3B.3 Test T.5
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 6
T.6 L see Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3B.3 Test T.6
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 7
T7 o See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
B.3 Test T. 7
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 8
T.8 L See Appendix
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3B.3 Test T.8
:20°C-22°C ;

NO 1119120286

Conclusion

Passed

Passed

Passed

Passed

Passed

Passed

Passed

Passed

1%

mbient temperature:20°C-22°C;Ambient humidity:/%

Test Item

Subcontracted Name
Laboratory

Address

Post Code

Tel

Remark



No.

Sample
No.

001
002
003
004
005
006
007
008

SRICI Testing Co. ,

Sample Status

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1cYC
1CYC Fully charged

1cYe
1CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

This space intentionally

left blank

L- V- D-

Name of Test Items

Mass

321. 20
321. 18
321.59
321. 21
321.24
321.45
321.25
321. 17

R-

Ltd. Test Report—Appendix

Before

ocv

8.30
8.29
8.30
8.29
8. 30
8. 30
8.30
8.29

F-

0-

Altitude simulation

Mass
/9
321. 17
321. 15
321. 55
321. 19
321.21
321.39
321.22
321. 15

1

After

ocv
N

8. 30
8.29
8.30
8. 29
8. 30
8.30
8.30
8. 29

1

Mass Loss

1%
0. 01
0.01
0.01
0.01
0.01
0. 02
0. 01
0. 01

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

no. 1119120286

3/11
Residual
OCv  Other
1% Event
100. 00 0
100. 00 0
100. 00 0
100. 00 0
100. 00 0
100. 00 0
100. 00 0
100. 00 0



- 2
SRICI Testing Co. , Ltd. Test Report Appendix 2 NO 1119120286

4/11
2
No. Name of Test Items Thermal test
Before After
Sample Status Mass Loss  Residual
Sample Mass ocv Mass ocVv oCcV  Other
No. /9 N Iy N 1% /%  Event
001y Tty charges 321 17 8. 30 321, 14 8. 22 0.01 99.04 0
002 1ocFenly charged 321 15 8.29 321 15 8.22 0. 00 9 16 0
003 yoycholly charged 321 55 8. 30 321. 54 8.22 0. 00 99.04 0
004 yoc oty charges 321 19 8. 29 321. 16 8.22 0. 01 99.16 0
005  pscrc bty charged 32121 8.30 321. 16 8.22 0. 02 99. 04
006 2553%3,” charged 321 39 8. 30 321. 37 8. 22 0. 01 99.04 0
007 st tully charged 32122 8. 30 321, 17 8.22 0. 02 99.04 0
008 poerd tlly charged 321 15 8. 29 321 11 8.22 0.01 99. 16 0
This space intentionally
u left blank
L- V- D- R- F- 0-

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.



- 3

SRICI Testing Co. , Ltd. Test Report Appendix 3 NQ 1119120286
5/11
3
No. Name of Test Items  yipration
Before After
Sample Status Mass Loss  Residual
Sample Mass ocv Mass ocv ocv Other
No. Iy N Ig N 1% 1% Event
1CYC
001 10YC Fully charged 321. 14 8.22 321. 12 8.22 0. 01 100. 00 0
1cYC
002 10YC Fully charged 321. 15 8.22 321. 20 8. 22 0. 00 100. 00 0
1cYC
003 10 Fully charged 321. 54 8. 22 321. 59 8.22 0. 00 100. 00 0
1cYC
004 10YC Fully charged 321. 16 8. 22 321. 17 8. 22 0. 00 100. 00 0
25CYC
005 250YC Fully charged 321. 16 8 22 321. 13 8 22 0. 01 100. 00 0
25CYC
006 250YC Fully charged 321.37 8. 22 321. 35 8. 22 0. 01 100. 00 0
25CYC
007 250YC Fully charged 321. 17 8. 22 321. 16 8. 22 0. 00 100. 00
25CYC
008 250YC Fully charged 3211 8 22 321.11 8.21 0. 00 99. 88 0
This space intentionally
u
left blank
L- V- D- R- F- 0-

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.



No.

Sample

No.
001

002
003
004
005
006
007
008

K

SRICI Testing Co. ,

Sample Status

1CYC
1CYC Fully charged

1CcYc
1CYC Fully charged

1cYe
1CYC Fully charged

1cYc
1CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

left blank

i rhis space intentionally

L- V- D-

Name of Test Items

Mass

321. 12
321.20
321.59
321. 17
321. 13
321.35
321. 16

321 1

R-

Ltd. Test Report—Appendix

Before

ocv

8. 22
8.22
8.22
8. 22
8. 22
8.22
8.22
8.21

F-

0-

Shock

Mass

s

321.
321.
321.
321.
321.
321.
321.

321.

09

16

15
17
36

17

4

After
ocv

8.22
8.21
8.22
8.21
8.22
8.21
8.21

8.21

4

Mass Loss

1%
0. 01
0.01
0. 02
0. 01
0. 00
0. 00
0. 00
0.00

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

N 1119120286

Residual
ocv
1%

100. 00
99. 88
100. 00
99. 88
100. 00
99. 88
99.88

100. oo

6/11

Other
Event

0
0



No.

Sample No.

001
002
003

8

D-

SRICI Testing Co. ,

Sample Status

1CYC

1CYC Fully charged
1CYC

1CYC Fully charged
1cYe

1CYC Fully charged
1CYC

1CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged

This space intentionally left

blank

R- F- 0-

- 5

Name of Test Items

Max. External Temperature

I°C
58.4

58. 1
57.2
57. 6
58.4
58.9
59.2
58.4

Ltd. Test Report—Appendix 5

External

Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.

no. 1119120286

short circuit

Other Event

7/11



SRICI Testing Co. , Ltd. Test Report

6
No.
Sample No. Sample Status
1CYC 50%
009 1CYC 50% Capacity
1CYC 50%
010 1CYC 50% Capacity
il 1CYC 50%
1CYC 50% Capacity
1CYC 50%
012 1CYC 50% Capacity
1CYC 50%
013 1CYC 50% Capacity
25CYC 50%
014 25CYC 50% Capacity
25CYC 50%
015 25CYC 50% Capacity
25CYC 50%
016 25CYC 50% Capacity
25CYC 50%
017 25CYC 50% Capacity
25CYC 50% jt
018 25CYC 50% Capacity
This space intentionally left
blank
D- F- 0-

- 6

Name of Test ltems

Max. External Temperature

rc

122.9
127.9
127. 1
130. 8
126.4
129.2
124.8
123.4
123.3

119. 1

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

Appendix 6

Impact

NO 1119120286

Other Event

8/11



No.

Sample No.

019

020

021

022

023

024

025

026

D-

SRICI Testing Co. ,

This space intentionally left blank

F-

Sample Status

Icye
IcYC Fully

Icyc
Icyc Fully

Icyc
IcYc Fully

1cye
1CYC Fully

25CYC
25CYC Fully

25CYC
25CYC Fully

25CYC
25CYC Fully

25CYC
25CYC Fully

0-

charged
charged
charged
charged
charged
charged
charged

charged

7

Name of Test Items

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

Ltd. Test Report—Appendix 7

Overcharge

Other Event
0

0

NO. 1119120286
9/11



- 8
SRICI Testing Co. , Ltd. Test Report Appendix 8 ND 1119120286

10/11
No. ° Name of Test Items Forced discharge
Sample No. Sample Status Other Event

027 1CYC 1F(:\JYICIy discharged 0

028 1CYC 1F(fJYICIy discharged 0

029 1CYC 1F(mcly discharged 0

030 1CYC 1F(EJYICIy discharged 0

061 1CYC 1F?JYICIy discharged

032 1CYC 1FCuYICIy discharged 0

033 1CYC 1F(:\JYICIy discharged 0

034 1CYC 1F(:\JYICIy discharged 0

035 1CYC 1F(EJYICIy discharged

036 1CYC 1F(EJYICIy discharged

037 25CYC25FCuYICIy discharged 0

038 25CYC25FCuYICIy discharged 0

039 25CYC25FCuYICIy discharged 0

040 25CYC25FCuYICIy discharged 0

041 25CY025FCuYICIy discharged 0

042 25CYC25FCuYICIy discharged 0

043 25CY025FCuYICIy discharged 0

044 25CYC25FCUYICIy discharged 0

045 25CY025FCuYICIy discharged 0

046 25CY025FCuYICIy discharged 0

D- F- 0-

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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