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Test Report

S-8080S (14.4v 88Wh)
Name of Goods  CAIVERA BATTERY S-8080S (14.4V 88Wh)

Consignor SWIT ELECTRONICS CO.,LTD.
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. S-8080S (14.4V 88Wh)
Chinese
Name of Sample
. CAMERA BATTERY S-8080S (14.4V 88lh)
English
Consignor SWIT ELECTRONICS CO.,LTD.
Manufacturer SWIT ELECTRONICS CO.,LTD.

Test Method

UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS GOODS?

UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS GoODS [_1

Criterion
Appearance Gray Rectangle Blocky Solid
2007/01/10-2007/02/08 SB1701417
Test Date Sample No
Altitude simulation, Thermal test, Vibration, Shock, External short circuit,
Test ltems Impact, Overcharge.
C
n
c
UN38. 3
The sample has passed the UN38.
(da R(d)
Remark
10
i No. 10, Hengtong Road, Xin" gang, Nanjing Economic 210038
Consignor Address ang Technological developrent zone, Nanjing, China. PoSt Code
Approve, Checker Appraiser:
approver):
o 1 (director of the centre)

(director of the centre)

0 viice chief engineer of the centre)
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Standard
Requirement or the Test Result Test_ Remark
Clause Number of Conclusion

Standard

No Name of Test Items

4th) (
: i
Altitude Simulation 38. 3 Test T. 1 See Appendix 1 Passed
UN Manual of Tests
and Criteria Section
38.3 Test T.1
(4th)
38. 3 Test T.2 )
UN Manual of Tests i /
Thermal Test . . . See Appendix 2 Passed
and Criteria Section
(4th) 38. 3 Test T.2
38. 3
(4th) Test T.3 3
3 . i UN Manual of Tests i /
Vibration i i . See Appendix 3  Passed
and Criteria Section
(4th) 38. 3 Test T.3
(4th)
38. 3 Test T.4 4
4 UN Manual of Tests i /
Shock i i . See Appendix 4 Passed
and Criteria Section
(4th) 38. 3 Test T.4
(4th)
38. 3 Test T.5 .
5 External Short UN Manual of Tests i /
i i i i . See Appendix 5 Passed
Circuit and Criteria Section

(4th) 38. 3 Test T.5
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Standard
Requirement or the Test
No Name of Test Items Clause Nutber of Test Result Conclusion Remark
Standard
@th
38.3 Test T.6 6
6 UN Manual of Tests ; /
Impact and Criteria Section See Appendix 6  Passed
(athy 33. 3 Test T.6
(4t
38.3 Test T.7 ,
UN Manual of Tests . /
Overcharge and Criteria Section See Appendix 7 Passed
(athy 38. 3 Test T.7
8
Test Environment _ 5-15QC
Condition Anbient Temperature 5-15°C
Test Item /
Subcontracted / /
Test Condition Name Post code
Subcontracted

Laboratory  aqdress / Tel /



No

Sample
No

1
2

10
1
12
13
14
15
16

Note: L-Leakage, V-Venting,
venting,

L
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Sample
Status

50
50
50
50
50
50
50

50

Vo

Name of Test Items

Weight

/9
821.
840.
819.
841.
841.
840.
819.

840.
840.
841.
841.
842.
841.
841.
839.

73
23
73
73
75
62
40

. 93

32
97
67
32
36
69
03
82

D-

Before

OCV/v

16.
16.
16.
16.

16.
16.
16.
16.

R-

60
73
63
73

62
79
69
74

Weight

821.
839.
819.
841.
841.
840.
818.
844 .
839.
840.
841.
840.
841.
841.
840.
839.

F-

D-Disassenbly,

no disassembly,

16
79
26
1
28
15
95
47
82
49
26
82
92
20
56
36

Altitude Simulation

After

OCV/v

16.
16.
16.
16.

16.
16.
16.
16.

60
72
60
72

61
77
68
73

R-Rupture,

1

Mass
Loss
/%
0. 07
0. 05
0.06
0.07
. 06
.06
0. 05
0.05
0. 06
0.06
0. 05
0. 06
0. 05
0. 06
0.06
0. 05

F-Fire,
no rupture & no fire.

10

Residual
OCVrz

100. 00
99.
99.
99.

99.
99.
99.
99.

4

88
94

Other
Event

0
0

-No leakage, no



No :

Sample  Sample  yejgnt
No Status /9
[ 821. 16
2 839. 79
3 819.26
4 841. 11
5 841. 28
6 840.15
7 818.95
8 844. 47
9 50 839. 82
10 50 840. 49
11 50 841. 26
12 50 840. 82
13 50 841.92
14 50 841. 20
15 50 840. 56
16 50 839. 36

L- V- D-
Note: L-Leakage, V-Venting,
venting, no disassembly,

2
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Name of Test Items

Before

OCV/v

16.
16.
16.
16.

16.
16.
16.
16.

R-

60
72
60

72

61
77
68

73

10

Thermal Test

After
We;ght 00V
821.36 16.48
839. 95 16. 54
819.39 16. 41
841.34 16. 54
841. 39
840.29
819.09
844. 62
840.08 16. 48
840. 63 16.52
841.46 16.53
840. 99 15. 11
842.12
841.42
840. 67
839. 46
F- 0-
R-Rupture,

D-Disassembly,

no rupture & no fire.

Mass
Loss

0.
0.

/%
0.

00
00
00

. 00

0. 00

o O o

00

.00
.00
.00

0.00

0. 00

. 00
.00
.00
. 00
. 00

F-Fire,

5
Rii;gg?' Other
Event
99.28 0
98.92 0
98.86 0
98.92 0
0
0
0
0
9. 22 0
9. 51 0
9. 10 0
90.32 0
0
0
0
0

0-No leakage,

no
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No 3
Sample  Sample

No Status

1

2

3

4

5

6

7

8

9 50

10 50

11 50

12 50

13 50

14 50

15 50

16 50

L V-

Note: L-Leakage,

Name of Test Items

Weight

/g
821.
839.
819.
841.
841.
840.
819.
844 .
840.
840.
841.
840.
842.
841.
840.
839.

36
95
39
34
39
29
09
62
08
63
46
99
12
42
67
46

D-

V-Venting,
venting, no disassembly,

Before

OCV/v

16.48
16. 54
16.41

16. 54

16.48
16. 52
16.53

15. 11

R-

After
We;ght oCV/v
821.06 16.43
839.72 16. 50
819.18 16. 32
841. 14 16. 50
841.15
840.04
818.82
844.34
839.77 16.43
840. 41 16.45
841.20 16.49
840. 72 14. 62
841.83
841.13
840. 42
839.23
F- 0-
R-Rupture,

D-Disassembly,

no rupture & no fire.

Vibration

10

Mass
Loss

0.
0.
0.

/%
0.

04
03
03
02

. 03
. 03
. 03
. 03
. 04
. 03
. 03
. 03
. 03
. 03
. 03
. 03

F-Fire,

6
el o
Event
99.70 0
9. 76 0
99.45 0
9. 76 0
0
0
0
0
9. 70 0
99. 58 0
9. 76 0
96.76 0
0
0
0
0
-No leakage, no



No

Sample
No

|
2

10
1
12
13
14
15

16

Note:

4
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Sample
Status

50
50
50
50
50
50
50
50

L- V-

L-Leakage,

venting, no disassembly,

Name of Test Items

Weight
/9

821.06
839.72
819. 18
841. 14
841. 15
840. 04
818.82
844. 34
839. 77
840. 41
841. 20
840. 72
841.83
841. 13
840. 42
839. 23

D-

V-Venting,

Before

OCV/v

16.
16.
16.
16.

16.
16.
16.
14.

R-

43
50
32
50

43
45
49
62

After

We;ght oCV/v
821.16 16. 43
839. 71 16.48
819.23 16. 30
841. 17 16.48
841.21

840. 03

818.87

844. 40

839.84 16.44
840. 46 16.44
841.23 16.49
840.75 14. 62
841.89

841.21

840. 44

839.28
F- 0-

R-Rupture,

D-Disassembly,

no rupture & no fire.

10

Shock

Mass
Loss
/%
. 00

00
. 00
. 00
. 00
. 00
. 00
. 00
.00
.00
. 00
. 00
.00
. 00
.00

© O O O O O O O O o o o o o o o

.00

F-Fire,

7
R?i;?gﬁl Other
Event
100. 00 0
99.88 0
99.88 0
99.88 0
0
0
0
0
100. 00 0
99.94 0
100.00 0
100. 00 0
0
0
0
0
-No leakage, no
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No > Name of Test Items External Short Circuit
Sample No Sample Status Nax. Externa!CTemperature Other Event
[ 55.6 0
2 58. 7 0
3 55. 7 0
4 50. 4 0
5 63. 2 0
6 55. 5 0
7 55. 2 0
8 55.9 0
9 50 59.8 0
10 50 62. 4 0
11 50 58. 3 0
12 50 59. 7 0
13 50 58. 1 0
14 50 62.7 0
15 50 64. 1 0
16 50 59.2 0
D- R- F 0

Note: D-Disassembly, R-Rupture, F-Fire, -No disassembly, no rupture & no fire.
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No ° Name of Test Items Impact
Max. External Temperature
Sample No  Sample Status /¢ P Other Event
I 50% 85 0
2 50% 81 0
3 50% 76 0
4 50% 86 0
5 50% 70 0
6 50 27 0
7 50 22 0
8 50 24 0
9 50 22 0
10 50 25 0
D- F- 0-

Note: D-Disassembly, F-Fire o-N disassembly & no fire.
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No ! Name of Test Items Overcharge
Sample No Sample Status Event

I 0

2 0

3 0

4 0

5 50 0

6 50 0

7 50 0

8 50 0

D- F- 0-

Note: D-Disassembly, F-Fire, -No disassembly & no fire.
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