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Statement

The test report is invalid if it is not affixed the offical seal of the laboratory to it.

Copies of the test report without the offical seal of the laboratory are invalid.

The test report is invalid without the signatures of com piler, checker and approver.

Th

®

test report is invalid if it is blotted out.

It is forbidden to copy the test report partially without the written approval of the

laboratory.

The conclusion ofthe consignation test is only valid for the provided sam ple.

The test report has been drafted in C hinese and translated into E nglish (if exist)
for convenience only. In the event of discrepancy, the Chines version shall prevail.

8.

Unless noted otherwise, the test type is consignation test.

345 Address: N o.345 East Yunling Road, Shanghai
(Post Code): 200062
(Tel): (021) 31765555 (Fax): (021) 31015117
w ebsite): www.ghs.cn

(E-m ail): zm h@ ghs.cn
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Name of Sample

Sample No.

Consignor

Manufacturer

Test method

Criterion

Appearance

A ccepted D ate

Test Items

Conclusion

Comment

Consignor
Address

A pprover

SR IC I T esting C en tre T est R eport 1118050319
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S-8183S 14.4V 16. 7Ah 240Wh

Chinese
BATTERY S-8183S 14. 4V 16. 7Ah 240Wh

English

1118050319

SWIT Electronics Co.,Ltd.

SWIT Electronics Co.,Ltd.

ST/SG/AC. 10/11/Rev. 6 38.3 UNITED NATIONS "Recommendations on the TRANSPORT OF
DANGEROUS GOODSFManual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 38.3

ST/SG/AC. 10/11/Rev. 6 38.3 UNITED NATIONS ""Recommendations on the TRANSPORT OF
DANGEROUS GOODS™ Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 38.3

Black Plastics cement shell

2018-06-26 ~ 2018-07-18

2018-05-29 Test Date

Altitude simulétion, Thermal tesf, Vibrafion, éhock, External short
circuit, Impact, Overcharge, Forced discharge

ST/SG/AC. 10/11/Rev. 6 38. 3
The sample has passed the test items of UNITED NATIONS
TRANSPORT OF DANGEROUS GOODS™ Manual of Tests and Criteri

3.3 ...
(Date):
Rechargeable Lithium Battery./

210038
Post Code

Checker: Compiler:

- (Vice chief engineer)



SRICI Testing Centre Test Report no.i||8050319

2111
Name of Test Standard requirement or The i
No. ltems Clause Number of Standard Test Result Gonclusio Remark
ST/SG/AC. 10/11/Rev.6 38.3 T.1 |
. UN Manual of Tests and Criteria See Appendix 1
1 Altitude ST/SG/AC. 10/11/Rev. 6 Section 38.3 Test T.1 PP Passed /
simulation
ST/SG/AC. 10/11/Rev. 6 38. 3 T.2 2
UN Manual of Tests and Criteria See Appendix 2
2 Thermal test  ST/SG/AC.10/11/Rev. 6 Section 38.3 Test T.2 PP /
Passed
m
ST/SG/AC. 10/11/Rev. 5/Amend. 1&Amend. 2 3
. . 3.3 T.3 See Appendix 3
3 Vibration UN Manual of Tests and Criteria Section ppendix Passed /
ST/SG/AC. 10/11/Rev. 5/Amend. 1&Amend. 2 38. 3
Test T.3
ST/SG/AC. 10/11/Rev. 6 3.3 T.4 4
UN Manual of Tests and Criteria See Appendix 4
4 Shock ST/SG/AC. 10/11/Rev.6 Section 38.3 Test T.4 PP /
Passed
ST/SG/AC. 10/11/Rev. 6 3.3 T.5 5
UN Manual of Tests and Criteria See Appendix 5
> External Short  ST/SG/AC. 10/11/Rev. 6 Section 3.3 Test T.5 o PP Passed /
circurt
ST/SG/AC. 1(VIl/Rev. 6 38.3 T.6 6
UN Manual of Tests and Criteria See A dix 6
6 Impact ST/SG/AC.10/11/Rev. 6 Section 38.3 Test T.6 ¢ rpPerdtX /
Passed
ST/SG/AC. 1(VI1/Rev. 6 3.3  T.7 7
7 UN Manual of Tests and Criteria see Appendix 7
Overcharge  ST/S6/AC. 10/11/Rev. 6 Section 38.3 Test T.7 ppendix /
Passed
ST/SG/AC. 10/11/Rev. 6 38.3 T.8 8
. UN Manual of Tests and Criteria See A dix 8
8 Forced discharge sT/se/iC. 10/11/Rev.6 Section 3. 3 Test T.g ~c¢ APPendix Passed /
D=CA=C; WA
Test Environment Ambient temperature:20C-24C Ambient humidity:/%
Condition
/
Test Item
Subcontracted Test / /
Condition Subcontracted ~ Name Post Code
Laboratory / /

Address Tel



No.

Sample
No.

001
002
003
004
005
006
007
008

SRIC I Testing Centre Test Report-

Sample Status

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

This space intentionally

L-

left blank

V- D-

Name of Test Itens

Before
Mass ocv
/g N

1303. 65 16. 55
1367. 35 16. 52
1371.46 16.55
1371.93 16.52
1369. 91 16.54
1372. 12 16. 52
1304. 88 16.55
1310. 04 16.43

R- F-

0-

Altitude simulation

Mass
/9

1303.68
1367. 39
1371.51
1372. 02
1369. 95
1372. 16
1304. 94
1310.09

1

A ppendix

After

ocv
N

16. 55
16. 52
16. 55
16.52
16. 54
16.52
16.55
16.43

1

NO. 1118050319

Mass Loss Residual
ocv

/%
0. 00
0. 00
0. 00
0. 00
0. 00
0.00
0. 00
0. 00

Note: L-Leakage V -V enting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,

No Disassembly No Rupture & No Fire.

/%
100.
100.
100.
100.
100.
100.
100.
100.

00
00
00
00
00
00
00
00

3/

Other
Event

0

o o o o o o



No.

Sample

No.
001
002
003
004
005
006
007
008

Sample Status

1cYe
1CYC Fully charged

1cYe
1CYC Fully charged

1cYe
1CYC Fully charged

1CYC
1CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

This space intentionally
left blank

L - Vv - D -

Name of Test Items

Before

Mass ocv

/9 N
1303. 68 16.55
1367. 39 16.52
1371.51 16. 55
1372.02 16.52
1369. 95 16.54
1372. 16 16.52
1304.94 16.55
1310.09 16.43

. .

0 -

Thermal test

Mass
/9

1303. 32
1366. 97
1371.09
1371.58
1369. 55
1371.77
1304. 63
1309. 79

After

oCv
A%

16.45
16.43
16. 44
16.43
16.44
16.40
16.45
16. 16

Mass Loss

/%
0. 03
0. 03
0. 03
0. 03
0. 03
0. 03
0. 02
0.02

N ote: L-Leakage V -Venting D -Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,

N o Disassem bly , No Rupture & No Fire.

0. 1118050319

4/11

Residual
OCV  Other
/% Event

99.40
99.46
0. 34
99.46
99.40
0. 27
9. 40

o O O O o o o o

8. 36



SR IC I T esting C entre T est R eport-

3
No. Name of Test Itens
Before
Sample Status
Sample Mass ocvV
No- /g N
001 e 1303.32  16.45
1CYC Fully charged - -
1CYC
002 1CYC Fully charged 1366. 97 16.43
1CYC
003 1CYC Fully charged 1371.09 16.44
1CYC
004 1CYC Fully charged 1371.58 16.43
50CYC
005 50CYC Fully charged 1369.55 16. 44
50CYC
006 50CYC Fully charged 13r1. 77 16.40
007 e re 1304. 63 16.45
50CYC Fully charged - -
008 50CYC 1309. 79 5. 16
50CYC Fully charged - .

This space intentionally
U left blank

L- \ D R F

A ppendix 3 no. 1118050319

511
Vibration
After
-Mass Loss  Residual
Mass ocv ocv Other
Yol N /% /% Event
1303. 61 16.43 0.00 9. 88 0
1367. 30 16.42 0.00 99.94 0
1371.41 16.43 0. 00 9. 94 0
1371.90 16.41 0.00 99.88 0
1369. 88 16.43 0. 00 99.94 0
1372. 09 16. 39 0. 00 99.94 0
1304. 91 16.43 0. 00 99.88 0
1310. 05 16.01 0.00 9. 07 0

0-

Note: L-Leakage V -V enting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,

N o Disassem bly No Rupture & N o Fire



No.

Sample

No.
001

002
003
004
005
006
007
008

Sample Status

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

This space intentionally

L-

left blank

V- D-

Name of Test Items

Mass
Vs

1303.61
1367. 30
1371.41
1371. 90
1369. 88
1372. 09
1304. 91

1310.05

R-

Before

ocv
N

16.43
16. 42
16.43
16.41
16.43
16.39
16.43

16.01

F-

Shock

Mass
Vi)

1303.65
1367. 33
1371.45
1371.92
1369. 87
1372. 07
1304. 92

1310.01

0-

After

ocv
N

16. 43
16. 42
16.43
16.41
16.43
16.39
16. 43

16.01

Mass Loss

/%
0. 00
0. 00
0.00
0. 00
0.00
0. 00
0. 00
0. 00

Note: L-Leakage V -Venting D -Disassem bly R-Rupturc F-Firc 0-N o Leakage,No Venting,

N o Disassembly No Rupture & N o Fire.

0. 1118050319

Residual
ocv

/%
100.
100.
100.
100.
100.
100.
100.

100.

00
00
00
00
00
00
00

00

6 /11

Other
Event



SRIC I Testing Centre Test Report- A ppendix 5 ’\0.1118050319

7/11
5 S
No. Name of Test Itens External short circuit
Sample No. Sample Status ex. Extern?(I: Temperature Other Event
1cYC
001 1CYC Fully charged 8.7 0
1cYC
002 1CYC Fully charged 8.5 0
1cYC
003 1CYC Fully charged 98.6 0
1CYC
004 1CYC Fully charged 58.6 0
50CYC
005 50CYC Fully charged 58.4 0
50CYC
006 50CYC Fully charged 58.5 0
50CYC
007 50CYC Fully charged 58.3 0
50CYC
008 50CYC Fully charged 58.2 0
This space intentionally left
blank
D- R- F- 0-

Note: D-Disassembly R-Ruptur F-Fire 0-No Disassembly,No Fire & No Rupture.



SR IC I T esting C entre T est R eport- A ppendix 6 no. 1118050319

8 /11

N o . Name of Test Item s ImpaCt
M ax .External Tem perature ,
am e 0 . am e atus O ther Event
s ple N s ple Stat /T
1CYC 50%
009 1CYC 50% Capacity 14 1 0
1CYC 50%
010 1CYC 50% Capacity 19.6 0
- 1CYC 50%
Oil 1CYC 50% Capacity 8. 0
1CYC 50%
012 1CYC 50% Capacity 107.5 0
013 101¢ 0% 110.6 0

1CYC 50% Capacity

This space intentionally left
blank

D- F- 0-

N ote oD -D isassem bly F-Fire O-No Disassembly & No Fire.



No.

Sample No.
014

015
016
017
018
019
020

021

D-

SRIC 1 Testing Centre Test Report-

This space intentionally left blank

F-

Sample Status

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

50CYC
50CYC Fully charged

0-

7

Name of Test Items

Note: D-Disassembly F-Fire 0-No Disassembly & No Fire.

A ppendix 7

Overcharge

Other Event
0

0

no . 1118050319
911



No.

Sample No.
022
023
024
025
026
027
028
029
030
031
032
033
034
035
036
037
038
039
040
041

D-

F-

SRICI Testing Centre Test Report-

Sample Status

1CYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1CYC

1CYC Fully discharged
1CYC

1CYC Fully discharged

1CYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

50CYC
50CYC Fully discharged

0-

Name of Test Items

Note: D-Disassembly FFire 0-No Disassembly & No Fire.

Forced discharge

Other Event
0

0

A ppendix 8 no.1118050319

10/11
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